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Measured Outgassing Rate of Candidates for Pixel Substrate Material
(rates calculated from overall volume of the sample)
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Total surface area:
- Fuzzy Carbon: 75 cm^2
- Pocofoam: 65 cm^2
- Carbon-carbon: 137 cm^2


